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CUSTOMER NAME: «MY STEP FS» LLC

ADDRESS: 105120, MOSCOW, UL. NIZHNYAYA SYROMYATNICHESKAYA 10, 

BLDG 2

Sample Name : SWF Flooring

Product Specification : 8 mm

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

***********
Date of Receipt : 2025-12-18

Testing Period : 2025-12-18 ~ 2025-12-23

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co.,Ltd. Xiamen Branch.

Bryan Hong
Authorized signatory
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Summary of Results:

No. Test Item Test Method Result

1 Abrasion Resistance
EN 13329:2023 & 

ISO 24338:2022 Method A

Abrasion cycles: 10000 revolutions

Abrasion class: AC6

Original Sample Photo:
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Test Item: Abrasion Resistance

Sample Description: See photo

Test Method: EN 13329:2023 & ISO 24338:2022 Method A

Test Condition:

Specimen: 100mm×100mm×8mm, 3pcs

Type of wheel: CS-0

Load: 5.4N/wheel

Rotating speed: 60r/min

Abrasive paper strips: S-42(P180)

Test Result: 

Abrasion cycles: 10000 revolutions

Abrasion class: AC6 (see note 2)

Note: 1. The wear layer is not worn through.

2. Abrasion class according to EN 13329:2023 Table 2 as follow:

Abrasion class AC1 AC2 AC3 AC4 AC5 AC6

Average abrasion cycles ≥500 ≥1000 ≥2000 ≥4000 ≥6000 >8500
********End of report********
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